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I. INTRODUCTION

I Silicon carbide is the only compound species that exists in the solid state in the Si-C system,

however it can occur in many polytype structures. The lone cubic polytype crystallizes in the
zincblende structure and is denoted as beta-SiC. The approximately 170 known additional
hexagonal and rhombohedral polytypes are collectively referred to as alpha-SiC. The most

common of these latter polytypes is 6H-SiC where the 6 refers to the number of Si-C bilayers

along the closest packed direction and H the hexagonal crystal structure.

ISilicon Carbide is considered a superior candidate material for high temperature, high power

and high frequency electronic devices due to its high melting point, high thermal conductivity

(4.9W/cm°C), wide bandgap (2.86 eV for 6H-SiC) and high breakdown field (2 - 3 x 106 V/cm).

Additional reasons for the renewed interest in silicon carbide are the significant advances in the
growth of single crystal boules of the 6-H polytype, the deposition of monocrystalline thin films of

both the beta and the 6-H polytypes of this material by chemical vapor deposition (CVD), the

ability to dope this material with n- and p-type dopants during growth or via ion implantation, the

existence of a native oxide, the ability to reactive ion etch the material with NF3 , and the ability to

use device fabrication p:-,cedures similar to those of Si technology. As a result, devices from this

material have now become a reality.

5In this reporting period, the fabrication of electronic devices for microwave applications, the

science and technology of ohmic and Schottky contacts and equipment fabrication for ultra-high

purity thin films have been the subjects of research. The devices include MESFETs having various

gate lengths and IMPATTs from Schottky and p-n junction - based structures. A program to
examine the interface chemistry of selected ohmic and Schottky contacts on alpha-SiC and to

correlate this knowledge with electrical properties has been initiated. Finally, a molecular beam
epitaxy system for the deposition of high p- -1-- SiC films has also been designed and fabrication is3 nearing completion. The following sections '' : the procedures and results of this work to date

and chart a course of future research.

I A

I
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I II. DEVICES FOR MICROWAVE APPLICATIONS

3 A. Introduction

3 The SiC polytype that currently shows the most promise for high power microwave
performance is 6H-SiC. The reason for this choice lies in the high quality and availability of this
material more than in its basic electrical properties. For instance, an IMPATT diode relies on

I operation of a diode in avalanche; while very good avalanche characteristics can now be attained
with pn junction diodes in 6H-SiC, no avalanche characteristics have been reported for P5-SiC3diodes. Likewise, no stable MESFET characteristics have been reported for P-SiC tor drain

voltages higher than 10 V, while 6H-SiC MESFETs reported herein are able to withstand drain
voltages as high as 100 V. The ability to operate at these higher fields is key to the success of SiC
at high frequencies. Because of the excellent crystal quality of 6H-SiC currently being produced3 by Cree Research, devices fabricated from this material can operate reliably in these high fields.

The importance of high field operation for SiC microwave performance is two-fold. The first
is to obtain the high power levels that are desired at high frequency without having to make an

inordinately large device. The second reason is to take advantage of the high saturated electron
drift velocity (vsat) of SiC (2.5 x 107 cnVsec) observed at fields above about 1.5 x 105 V/cm, as

shown in Fig. 1. For a MESFET operated with a source-to-drain field greater than this value, the
transfer characteristics will be dominated more by vsat than mobility, which is quite low in SiC5 when compared with Si or GaAs. For an IMPATT diode, the high field capability of SiC

obviously allows much more power per unit area to be delivered because it is avalanching at much

higher voltages than equivalent Si or GaAs diodes, and the high vsat allows higher frequency

operation.

5 As discussed previously, the two most promising devices for microwave performance of SiC
are MESFETs and IMPATT diodes. If a high voltage SiC MESFET is to be fabricated, the first3 requirement is to have a high voltage Schottky contact; the second requirement is that this Schottky
contact must operate reliably at elevated temperatures because of the high power levels anticipated
for these devices. While Au Schottky contacts have been shown to be quite good for both P-
SiC 1,2 and 6H-SiC at room temperature, they have also been shown to degrade rapidly with

elevated temperatures 2, in the range of 300°C. Therefore, a more stable Schottky contact is

required for a high power microwave device. Viability of this contact in a high voltage MESFET
must then be proven, and finally a high power microwave device can be designed and fabricated.

Likewise, if a high frequency IMPATT diode is to be fabricated in SiC, then reliable avalanche
m characteristics must first be proven. Once the best configuration for avalanche operation is

I!
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I defined, then an IMPATT diode can be fabricated. These first steps of development for both high
frequency MESFETs and IMPATT diodes have been achieved and will be discussed in this report.

B. Experimental Procedure

1 1. Introduction

The substrates used for this study were sliced from 6H-SiC crystals grown for this project.
The crystals were lightly nitrogen doped n-type. The crystals were then sliced, lapped and

polished into wafers suitable for epitaxial growth.

Thin films (2 - 3 pm thick) of monocrystalline 6H-SiC (0001), both p- and n-type, were3 epitaxially grown on these n-type 6H-SiC (0001) wafers. The samples used for Schottky contact

research were n-type epilayers on n-type substrates. The samples used for fabricating MESFETS
were n-type epilayers on p-type epilayers, grown on n-type substrates. Each wafer was chemically

cleaned prior to device processing.

2. MESFETs

Schottky contact samples were first characterized in order to determine the effectiveness of Pt

based contacts on 6H-SiC (Pt has been reported to be a very stable Schottky for O-SiC 3), and to

see the effect of carrier concentration on these contacts. The contacts were fabricated by patterning3 a layer of photoresist such as to leave "doughnuts" of vhotoresist on n-type epilayers. The

Schottky metal, Pt, was then deposited over the entire top surface. The samples were then placed3 in acetone which dissolved the underlying photoresist and allowed the overlying metal to "lift off"
of the doughnuts. This resulted in a series of 100 pm diameter Pt dots, which act as the Schottky

contacts, separated from a field of the same metal, which acts as the ohmic contact by virtue of its

much larger area.

5An interdigitated structure, shown in Figure 2 was used for the initial MESFET design, in

order to confirm the high voltage, high power capabilities using the Pt Schottky contact on 6H-3 SiC. The source consisted of three "fingers" of ohmic contacts on the left, and the smaller area

drain consisted of the two fingers of ohmic contacts on the right. Weaving in between these two

contacts was the gate or Schottky contact. Isolation trenches were etched in the n-type top

conducting layer in order to prevent leakage current around the gate contact between the source and

drain. While the gate width was 1 mm for all devices, the gate length and source-to-drain distance

was varied in order to determine their effect on transconductance and to be able to extrapolate what

the values would be for microwave devices with much smaller dimensions. The different gateI
I
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Figure 2: Interdigitated structure of a SiC MESFET. The source contact pad is at the lower left,
the drain contact at the lower right, and the gate contact pad is at the upper right. This

i device has a gate length and width of 10 mm and 1000 mm, respectively.
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I lengths were 10 urn, 13 pm, 18 pm and 24 pm, with the source-to-drain distance being 30 pm,

33 pm, 38 pm and 44 pm, respectively.

In cross-section, the device consisted of a 2 pm thick p-type expitaxial layer of 6H-SiC having3 a carrier concentration in the range of I x 1017 cm-3 grown on a 6H-SiC substrate. This p-type

layer acted as the buried layer to confine the current to a thin n-type active region which was

subsequently grown. This top n-type epitaxial layer can have a carrier concentration in the range of

3 x 1016 cm- 3 to 3 x 1017 cm 3 and a thickness of 0.2 to 1.0 pm depending on the desired

performance of the device.

Using conventional photolithography techniques, a sputtered aluminum film was patterned

onto the SiC surface, which acted as a mask with which to open windows for the reactive ion

etching of the isolation trenches. The trenches were etched deep enough to penetrate through the

top n-type layer into the buried p-type layer. The Al was then stripped, and the sample was
oxidized to grow a thin passivating layer of SiO2. Windows for the source and drain contacts
were then opened in the SiO2 and the ohmic contacts were deposited and patterned using the "lift-

5 off" technique. After these ohmic contacts were annealed, the gate Schottky contact was deposited

in similar fashion. Unless heat treatment of the gate contact was desired, the device was then ready

for measurement.

The initial design of a high power-high frequency SiC MESFET is shown in Fig. 3. The3 device has large area source and drain contacts in order to reduce the contact resistance, and the

source-to-drain distances are all much smaller, ranging from 7 pm down to 2 pm. The gate contact

lengths range from 4 pm down to 0.8 pm. The gate width is 1 mm for all of the devices. The

entire device is isolated on a mesa as opposed to fabricating isolation trenches. All other device3 fabrication procedures are similar to those described for the previous MESFET design. For

simplicity, the initial devices were fabricated with the gate contact pad patterned at the same time as

the gate pattern, simply being a large area Pt pad on the the SiC surface. Therefore, after the gate

was patterned the devices were finished. However, this design resulted in a large gate capacitance

(about 80 pF) that could degrade the high frequency characteristics of the device.

In order to reduce gate capacitance, subsequent devices were fabricated by placing a gate3 contact pad, with reduced area on a layer of silicon nitride. This was achieved by depositing about

300 nm of silicon nitride over the entire surface after the oxidation step. Windows for the the

source and drain contacts were then opened by reactive ion etching the nitride, and then etching the

SiO2 and patterning the ohmic contacts as before. After the contacts were annealed, the gate was

patterned as discussed earlier (with the addition of the RIE step for the nitride), but the gate

I
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Figure 3: Initial design of high power, high frequency SiC MESFET. Gate lengths vary from 4
mm to 0.8 mm, and source-to-drain distances vary from 7 mm to 2 mm. The gate
width is 1 mm.
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I patterned consisted of only the gate "stripe" with a small 20 mm x 5 mm tab coming off of it,

making the actual area of the Schottky contact very small. Contact was then made to the gate byIpatterning a metal pad on top of the nitride with a strip that drops over the nitride step and overlaps
the gate tab. This step reduced the gate capacitance to about 4-6 pF.

1 3. IMPATT Diodes

Guard ring Schottky diode samples were fabricated for verification of avalanche breakdown

induced by Schottky contacts. The guard ring structure, shown in Fig. 4, utilized an Al + ion

implanted ring of p-type SiC lying under the periphery of the Schottky contact, with the intent of
preventing the edge corona typically associated with Schottky breakdown. The n-type epilayer

(3.5 x 1016 cm-3 ) was grown on an n+ substrate, and an ohmic contact (Ni) was deposited on the

backside of this substrate, imitating the vertical structure of an IMPATT diode. The platinum
Schottky contacts were then patterned on the epilayer using the "lift-off" process, leaving 0.66 mm

I x 0.66 mm squares to define the diode dimensions.

The initial modeling for IMPATT diodes was for operation at 60 GHz using a flat profile for
the drift layer, and showed that this epilayer must have n = 4 x 1016 cm- 3 and a thickness of 2
im. This thickness and carrier concentration are dictated by that desired frequency. Unfor-

tunately, the carrier concentration in turn dictates that the avalanche will occur at voltages in the

range of 350-400 V for SiC. This is a demanding voltage from the aspect of junction quality and3 passivation. While these voltages have certainly been achieved for SiC pn junction diodes, it

requires special structures and passivation techniques that may not readily transfer into a desirable

IMPATT fabrication scheme. Therefore, more modeling was performed so that a "high-low"
structure could be used, in which the avalanche takes place at a relatively low voltage in a more

heavily doped layer, and the drift takes place in a more lightly doped layer. The modeling showed

the most desirable doping profile for a high-low structure is a 0.2 pim thick "high" layer with n -

4.5 x 1017, and a 1.2 pm thick "low" layer with n - 3 x 1016 cm"3 . Both the "flat" profile and

the "high-low" structure are being fabricated at present. Regardless of the breakdown structure,
the same set of masks are used. Seven different diameter dots, varying from 38.1 pim to 381 pim,

I were designed in order to find the device area that yielded the best impedance matching.

I
I
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Figure 4: Cross-sectional view of guard ring structure used for a vertical Scbottky diode.
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C. RESULTS AND DISCUSSION

-- 1. Schottky Contact Testing

Schottky contact research was first conducted because this is the fundamental building block

of a MESFET. Both platinum and gold contacts were deposited and characterized. The gold acted

as a "control" contact for the platinum experiments, because gold Schottkys on SiC have been

previously characterized. While providing very good rectifying characteristics at room

temperature, the gold contacts permanently degraded when heated above 300°C, as was noted in

the previous studies. Conversely, the platinum Schottky contacts demonstrated very good

rectifying characteristics in both the as-deposited condition and after annealing at a variety of

I temperatures.

Different n-type concentrations were investigated for use as the conducting channel of a

MESFET, with the emphasis on the effect carrier concentration had on the leakage current and the

breakdown voltage of the Schottky diode. The Pt Schottkys on n-type SiC with n = 4x10 16 cm- 3

generally experienced breakdown at reverse bias of -85 V to -92 V. This corresponds to a

maximum field strength greater than 6 x 105 V/cm, which is higher than Si or GaAs can even

theoretically achieve. For an annealed Pt Schottky on a sample with n = 6 x 1016 cm"3 ,

breakdown occurred at -70 V reverse bias and the leakage current remained quite low (<I iA) at

voltages below this, as shown in Figure 5. Samples were also measured on films with

n = 1 x 1017 cm "3 and n = 3.3 x 1017 cm-3 , the latter of which is shown in Figure 6. This

shows that for reverse biases less than -30 V, films doped as high as 3.3 x 1017 cm -3 could be

used for MESFETs, which should allow very high transconductances (very low resistive losses).

Even with this high doping level the Schottky did not truly breakdown until a reverse bias of -46 V

was reached. Even more encouraging was the fact that these curves remained almost identical

when the devices were heated to 400°C, showing excellent temperature stability.

2. MESFET Testing

I Many MESFET samples were fabricated, all of which worked with varying degrees of

success. The best results are discussed below.

As a result of the Schottky contact research discussed previously, MESFETs were

subsequently fabricated. An I-V curve of one of these SiC MESFETs at room temperature is

shown in Figure 7(a). This device had a gate length of 13 pim, a gate width of I mm, and a source

to drain distance of 33 pm. The device shows good current saturation to VD = 40 V, although

I
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Figure 5: Current-voltage characteristics of an annealed Pt Schottky diode on n-type 6H-SiC
with a carrier concentration of n = 6x1016 cm-3 .
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Figure 6: Current-voltage characteristics of an annealed Pt Schottky diode on n-type 6H-SiC3 with a carrier concentration of n - 3.3x1017 cm' 3 .
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there is some non-uniformity at the intermediate gate - tages. The maximum transconductance

was 1.5 mS/mm and the threshold voltage is -4.4 V. i fie subthreshold leakage is quite low,

having a value of 44 mA at VD = 40 V and VG = -6 V. The MESFETs I-V characteristics actually

improved when heated to 100°C, as shown in Figure 7(b). The maximum transconductance
increased to 1.65 mS/mm, and the current saturation was quite good to VD = 30 V, with some

leakage still present at higher drain voltages. The subthreshold leakage current was 52 pA at

VD = 40 V and VG = -6 V. When heated at 200°C, the I-V characteristics were virtually identical

to those shown at 100°C. The I-V characteristics at 300°C are shown in Figure 7(c). The
subthreshold leakage increased to 96 pA at VD = 40 V and VG = -6 V, and the maximum

transconductance decreased to 1.26 mS/mm, but overall these were promising characteristics.

While these particular devices also operated at 400°C, they were unfortunately ruined by holding at

this temperature for too long in air. However, it is assumed that if the device was hermetically

sealed in a package containing an inert atmosphere, that the devices would have operated to much

higher temperatures, indicating that high power MESFETs will withstand a large amount of self-

heating.

Improved control over doping and crystal quality led to the fabrication of MESFETs with

improved high voltage capability, as shown in Fig. 8. This device had a source-to-drain distance

of 44 pm and a gate length of 24 pm. Drain voltages of 100 V were achieved without breakdown

or significant leakage. The current levels were also quite high compared to those shown in Fig. 7,

with power capability at a drain voltage of 100 V being in excess of 4 W per mm of gate width.

The maximum transconductance was also higher, at 4.3 mS/mm. The subthreshold leakage

current at Vd = 100 V and Vg = - 18 V was 325 pA. Since high field operation is desired for a SiC

high frequency MESFET, these results were very promising. The remaining task is to translate

this high field capability of the Schottky gate into a much smaller dimension gate length and a much

smaller source-to-drain distance.

Devices with these smaller dimensions have been fabricated using the design illustrated in
Fig. 3. The n-type channels had a doping level of n = 0.8-3 x 1017 cm- 3 and a thickness of about

200-400 nm, with buried p-layers (p = 1-4 x 1016 cm "3 ) underneath. A typical I-V curve of

one of these MESFETs is shown in Fig. 9. This particular device had a source-drain distance of 4
pim and a gate length of 2 pm. The curve shows that a drain voltage of 30 V was obtained with a

gate voltage of-6 V. The maximum transconductance of this device was 6.4 mS/mm and very

stable current saturation was observed to VDS = 30 V. This device was measured on at high

frequency using an HIP 8510 automatic network analyzer with a Cascade Microprober for standard

S-parameter measurements. The plot in Fig. 10 shows that this device has a threshold frequencyI
I



I
I I I~~ ~ -I

'II

CD 0 o Co

4) B )

01

4) co >
C3

I fu
% o

I 00
D 13 's

> C
Ccfl

IO Cq N~

I (yw) luoujno uleia



I C #)

00

0

> w
NC 2

COu

Uu c

IIIv
I~~0 0 4>11

U (Vw) iueiino uieia



IR

I 7
aI-

II
h.. >

>Ir
cug

r-n c:r -XI I'

cz

oa co cIc
Ii

S~Q 3W~VdCC

Ic
I* H W dANn~JHI



I

I (Ft) of 510 MHz, designated where the H21 parameter crosses 0 dB gain. The power gain

(Gmax) crosses 0 dB at about 380 MHz, indicating that Fmax is at least 380 MHz.

A gain vs. frequency plot for a shorter gate length device is shown in Fig. 11. This device

had a gate length of 1.7 pm and had a correspondingly higher gain. The Ft of this device was 800

MHz and the Fmax was at least 450 MHz. At 250 MHz the device had a current gain of 10 dB.

While the high frequency gain always increased with decreasing gate length, as it should, the DC

transconductance seemed to be virtually independent of gate length. For instance, the highest

transconductance observed to date was 22 mS/mm for a 4 Pim gate length device. Figure 12 shows

3 a MESFET with a 2 pm gate length that had a relatively high transconductance of 12.3 mS/mm but

still had a relatively short gate length. Although this device had a high on-current (>200 mA), it3 could not be cutoff because the channel was too thick. This device had the best high frequency

gain of the devices measured, as shown in Fig. 13. It had an Ft of 900 MHz and a Fmax greater

than 450 MHz.

The observed DC transconductances were quite low when compared to the long gate length3 device shown in Fig. 8, considering the much smaller gate lengths and source-drain distances used

in the high frequency design. This indicates that the limiting parasitic resistance is not related to

mobility between the source and drain, but rather to contact resistance at the source and drain. It is

apparent that the source and drain resistance are so dominant that the effect of reducing the gate

length and source-drain spacing on the DC transconductance is negligible. The high frequency

measurements show the effect of gate length because transit-time still plays a role, however, it is

proposed that the overall high frequency gain of all of the devices was severely limited by the3 parasitic source and drain resistances. As such, the next iteration of 6H-SiC MESFETs will be

fabricated with n+ source and drain wells, as is common practice even for GaAs MESFETs. This3 will not only greatly reduce the resistivity of the material itself, but will also greatly reduce the

contact resistance of the ohmic contacts. Thus, markedly increased frequency capability should

3 result from using n+ source and drain wells.

3. MESFET Modeling

The positive benefits of n+ source and drain wells have been confirmed by modeling ofE similar 6H-SiC MESFETs at high frequency. The RF performance potential of 6H-SiC MESFETs
-At 0.5, 3, and 10 GHz was investigated. Making conservative assumptions for mobility and

contact resistance values, 240 cm2/V-sec and 1 x 10-4 W-cm2 respectively, and assuming n+

I source and drain wells, maximum power was calculated for each of these frequencies. The
assumed dimensions of the device were a I pm gate length, a I pm source-gate distance, and a 2U

I
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I

Upim gate-drain distance. The 6H-SiC devices produced about 630 W, 158 W and 45 W at those
three frequencies, respectively. This corresponds to a normalized RF output power of about 2.5
W/mm of gate length. This value compares quite favorably with the 0.5-0.6 W/mm obtained with
GaAs power FETs. Power-added efficiency and gain were also quite good and are shown, along3with output power, as a function of frequency in Fig. 14. All devices were biased for class A
operation and CW conditions were assumed. Increased output power could be obtained from class

B or C operation and/or pulse bias conditions; however, these modes of operation were beyond the

scope of this investigation. Due to the excellent thermal conductivity of SiC, thermal modeling of
the MESFETs showed that they are not thermally limited and should, in fact, be operable at
elevated temperatures.

I 4. IMPAT" Diodes

As a first step to determining if Schottky contacts could be used for IMPATT diode structures,

reliable avalanche conditions have to be demonstrated for a Schottky diode. Based on previous
work performed at Cree Research, no non-damaging avalanche characteristics had been1demonstrated for simple Schottky diode structures at voltages over 50 V. Therefore, a guard ring

structure was designed and fabricated (see Fig. 4) with the intent of getting avalanche before

permanent breakdown. While this was not a true IMPATT design, it does show the feasibility of a

Schottky based IMPATT diode. The best I-V characteristics of these guard ring Schottky diodes

are shown in Fig. 15, showing relatively good rectifying characteristics out to 100 V reverse bias.

However, increased voltage caused permanent breakdown of the Schottky contact, with the
damage occurring inside of the guard ring. This indicates that the breakdown is not caused by the

edge corona effect, but by some other mechanism, possibly related to crystal defects or surface
states. Since the IMPATT modeling for a flat profile structure discussed previously indicated the3need of having avalanche in an epilayer of this same carrier concentration, and no avalanche
characteristics were observed, it was decided to abandon Schottky diode based IMPATTs unless5 the avalanche voltage could be brought down to about 50 V using a "high-low" structure.

Alternatively, 6H-SiC pn junction diodes have been fabricated that demonstrate very good£ avalanche breakdown characteristics at very high voltages, as shown in Fig. 16. Because of these

results, further IMPATT structures were based on pn junction diodes. The initial design for SiC
I IMPAT~s use a mesa pn junction structure with a passivated sidewall. A variety of epilayer

structures were grown so that the best configuration could be determined. Both pt-n and n+-p flat

profiles were grown, as well as the pl-n+-n - high-low structure discussed above. The epilayers

were all grown on n+ substrates for maximum conductivity, and then mesas were reactive ion

1
1
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i etched in the SiC to a depth of 14 inm. The sidewalls were passivated via thermal oxidation, and

the p-type ohmic contacts were defined and annealed on top of the mesas.

The original processing scheme was to then lap away the substrate from the backside until

only the mesas were left. Ohmic contacts would then be deposited on the backside of these dots,
--I and the individual mesas, or diodes would subsequently be annealed. This would result in very

small discrete diode "dots" that are 14 mm thick. However, after much experimentation it was
determined that this process was difficult to perform and was not a promising technique. It is

planned to finish these devices instead by lapping the wafer to a thickness of about 60-70 mm, and3 then depositing and patterning Al on the backside to allow reactive ion etching of contact via holes
to a depth of about 40 pm. After the Al mask is stripped, the Ni ohmic contact can be deposited3 over the entire backside, and the wafer can be annealeu. This scenario would allow the devices to
be handled in wafer form instead of trying to handle very small discrete dots, but would still allow3 the effective substrate thickness to be very thin.

A persual of the foregoing shows that ohmic and Schottky contacts are in several cases the
I principal limiting aspect of making very good SiC devices. The following section describes a

program which has been established to determine the proper materials and study the interface

reactions at the contact-SiC interface and to relate the resulting interface chemistry to the electrical

propeties of the SiC.

I
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I.

III. Choices of Metal Contacts to 6H-SiC

A. Introduction

As SiC becomes increasingly important for applications such as high temperature, high

frequency, and high power, the need to understand the science at SiC/metal interfaces becomes

crucial. Because the performance of electronic devices depends highly upon the character of5 contacts between semiconductors and metals, it is important to be able to choose metal contacts

based on knowledge of chemistry and physics at the contact. In particular, reliable ohmic and

rectifying contacts are needed. However, at this point in time, little is known about the actual

chemistry and physics at interfaces between SiC and various metals.

I After choosing metal contacts based on theoretical predictions, the contacts can be
analyzed, and comparisons between theory and experiment can be made. This report describes the5 theoretical predictions and criteria on which the choices of metals have been based.

As the properties at the interface between the metal and semiconductor depends highly upon

the nature of the two materials, much time has been spent considering the optimum materials for
this research project. As SiC exists in hexagonal, rhombohedrai, and cubic crystal structures, a5 hexagonal form has been chosen based on its merits at the current time. While the cubic form is
referred to as b-SiC, the numerous hexagonal and rhombohedral forms are referred to collectively5as a-SiC. The most common a form, 6H-SiC, has been chosen because current technology allows
growth of 6H-SiC which is free of double positioning boundaries (DPB's)4 and other defects.

I B. Barrier Heights

The barrier heights of all the metals with n-type 6H-SiC have been calculated from first

principles. By assuming ideal conditions (i.e. no surface states), barrier heights can be calculated

easily, and theories can later be modified to explain experimental results. Since the Fermi levels of

two materials which come into intimate contact must align at equilibrium, an expression for the

barrier height, FB, is the following:

FB = (EG - EFS) + (FM - FS)

I where EG is the band gap of the semiconductor, EFS is its Fermi level with respect to the top of its

valence band, and FM and FS are the work functions of the metal and semiconductor respectively.

The energy values for 6H-SiC have been taken from J. Pelletier, et al. 5, who have reported the

I
I



I existence of Fermi level pinning. With EG - 2.86 eV, EFS 1.443 eV, and FS - 4.80 eV, the

expression can be simplified to

I FB = 1.417 eV + (FM - 4.80 eV).

Table I lists work functions and calculated barrier heights for most of the elements in the periodic

table. Figure 17 shows these barrier heights in a graphical form.

I C. Choices for Rectifying Contacts

Since n-type SiC will be used, it is desired to have a large positive barrier height. Table 2

lists the five metals with theoretical barrier heights above 2.0 eV. Selenium has the largest value,
while iridium, rhenium, and platinum have values within 0.06 eV of each other.

From this list two metals have been chosen based on physical properties and economic3factors. As shown in Table 2, all are high temperature materials except Se. In addition, its

resistivity is five orders of magnitude higher than the other materials. However, as F. Jansen at

Xerox Corp. in Webster, NY has offered to thermally evaporate Se on our samples for us and its

potentially large barrier height may serve an educational purpose, we have chosen Se to study as a

metal contact. As the properties listed for Ir, Re, and Pt do not differ significantly, Pt has been

chosen as the second metal contact to study.

While Pt is not known to form any carbide compounds, 9 at least five silicides are known to
exist (Pt3Si, Pt7Si3, Pt2Si, Pt6Si5, and PtSi) with the lowest eutectic at 830°C 10 . On the other'hand, there is a possibility of selenium forming a carbide (CSe2), which has a melting point of -

45.4°C and a boiling point of 124°C 11 . Its silicide formation looks to be much simpler than that of
Pt's; at least one silicide, SiSe2 is known to exist 12.

D. Choices for Ohmic Contacts

In the hopes of forming stable ohmic contacts, metals with large negative values of

theoretical barrier height have been considered first. However, a majority of elements with large

negative values (Figure 1) are highly reactive, oxidize rapidly, have low melting points, and/or

may contaminate active device regions. After considering these factors, three candidates with3 negative values were left: Sr, Sm, and Y. In addition, four candidates with positive theoretical

barrier heights were added to the list based on a potential to form ohmic contacts through carbide or

I silicide formation. Table 3 lists the seven final candidates along with some important physical

properties.

I



I
I Table 1: Work functions and theoretical barrier heights to 6H-SiC.

A m no. Element 4v M OeI* die I Atomc no. JE fL n iMwa °  W
3 LI 2.9 -0.483 42 Mo1111 4.5 1.16
4 Be 4.98 1.597 42 Mo(1121 4.3 0.977
5 B 4.45 1.067 42Mo(114) 4.5 1.117
6 C 5 1.617 42Mo(332) 4.55 1.167

11 M 2.75 -0.633 44 Ru 4.71 1.327
12 Kb 3.66 0.277 45 Rh 4.98 1.597
13 At 4.28 0.897 46 Pd .121 1.737
13 AI(100) 4.41 1.027 47 Ap 4.26 0.877
13 AI 110 4.06 0.677 47 A1100) 4.64 1.257
13 A 111) 4.24 0.857 47 Aa(110) 4.52 1.137
14 Si n 4.85 1.467 47 A0(111) 4.74 1.357
14 Si 1(100) 4.91 1.527 48 01 4.22 0.837
14 Si p(111 4.6 1.217 49 In 4.12 0.737
1 9 K 2.3 .1.083 50 Sn 4.42 "1.037
20 Q 2.87 -0.51 . 51 Sb 4.7 1.317
21 SC 3.5 0.117 52 To 4.95 1.567
22 Ti 4.33 0.947 55 C 2.14 -1.243
23 V 4.3 0.917 56 Ba 2.7 -0.683
24 Cr 4.5 1.117 57 La 3.5 0.117
25 Mn 4.1 0.717 58 09 2.9 .0.483
26Fe 4.5 1.117 60M 3.2 -0.183
27 (tb 5 1.617 62 Sm 2.7 -0.683
28 Ni 5.15 1.767 63 Eu 2.5 -0.883
28NOO0) 5.22 1.837 64I 3.1 .0.283
28 NiO110) 5.04 1.657 65 Th 3 -0.383
28 Ni{(11) 5.35 1.967 71 Lu 3.3 -0.083
29 Qi 4.65 1.267 72 Hf 3.9 0.517
29 Cu(100) 4.59 1.207 73 Ta 4.25 0.867
29 Cu 110 4.48 1.097 73 T(1l001 4.15 0.767
29 Cu 111) 4.94 1.557 73 Ta(110) 4.8 1.417
2 Cu( 112) 4.53 1.147 73Tal111) 4 0.617
30 Zn 4.33 0.947 74W 4.55 1.167
3 1 Gi_ 4.2 0.817 74 W(1 00) 4.63 1.247
32 _ _ 5 1.617 74 W(l10) 5.25 1.867
34 Se 5.9 2.517 74 W(111) 4.47 1.087
37 Rb 2.16 -1.223 74 W(1 13) 4.18 0.797
38 Sr 2.59 -0.793 74 W(.11 4.3 0.917
39 Y 3.1 -0.283 75 Re 4.96 1.577
40 Zr 4.05 0.667 76 Q 4.83 1.447
41 Nb 4.3 0.917 77 1 r 5.27 1.887
41 Nb(001) 4.02 0.637 78 Pt 5.65 2.267
41 Nb( 10) 4.87 1.487 79 Au 5.1 1.717
41 Nb( 111, 4.36 0.977 79 Au(100' 5.47 2.087
41 Nb( 112) 4.63 1.247 79 Au( 110) 5.37 1.987
41 Nb( 1131 4.29 0.907 79 Au 111_ 5.31 1.927
41 Nb(1161 3.95 0.567 8o I-0 4.49 1.107
41 Nb 3101 4.181 0.797 81 TI 3.74 0.357
42o k 4.6 1.217 82 Pb 4.25 0.867
42 1Mo(l10i 4.3 1.147 83 BI 4.2 0,837
42JMo(l10) 4.95 1.567 90 Th 3.4 0.01

92 U. 3.63 0.241

I
I *Data taken from (3).
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U
Table 2: Properties of candidates for rectifying contacts.

Element FB(eV) MP(C)4  BP,(*C)4  Resistivity(mm-cm) 5

Se 2.517 217 685 106
Ir 2.317 2410 4130 5.3
Re 2.367 3180 5627 19.3
Pt 2.317 1772 3827 10.6
Pd 2.217 1552 3140 10.8

Table 3: Properties of candidates for ohmic contacts.

Element FB(eV) M.p.(oC) 4  B.P.*C)4  Resistivity(mm-cm) 5

5 Sr -0.793 769 1384 23
Sm -0.693 1077 1791 88
Y -0.283 1522 3338 57
Hf 0.517 2227 4602 35
Zr 0.667 1852 4377 405 Co 1.617 1495 2870 6
Ni 1.767 1453 2732 7U

Table 4: Summary of carbide and silicide formation for ohmic contact
I candidates.

3 Proposed no. Lowest Proposed no. Lowest
Element of carbides eutectic(*C) of silicides eutectic(*C)

Sra,c 1 2 700
Sma,b 3 3 880(?)
ya >4 - 4 1215

5 Hfa,b 1 2210 5 >1300
Zra,c 1 >1800 7 1360
Coc 0 1274 4 1195

Nic 0 1318 6 964

I aData taken from F. Shunk (see ref. 6).
bData taken from R. Elliot (see ref. 10).
cData taken from M. Hansen(see ref. 9).
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The combination of the information in Table 3 and phase diagrams of the metals with Si

and C served to condense our list to three metals. Table 4 summarizes these phase diagrams and

lists their references. Due to the very high complexity of the Y-C phase diagram, Y was excluded

from the list of potential ohmic contacts.

Three other metals were eliminated based on the information in Tables 3 and 4. Hf has a3 lower theoretical barrier height, a slightly lower resistivity, and a higher melting point than Zr. In

addition, the phase diagrams are similar, but those with Hf are slightly simpler. Therefore, Hf

looks to be a better candidate than Zr. For similar reasons, Co has been chosen over Ni.

A comparison of Sr and Sm is less clear cut. While Sr is known to form one carbide5 (SrC2) in comparison to Sm's three carbides, SrC2 is proposed to go through a transformation at

370°Cl 4 . Since characteristics of the phase diagrams don't seem to favor either Sm or Sr, the

decision was based on the theoretical barrier heights and electrical resistivities of the two metals.

Table 3 shows that Sr has both a lower theoretical barrier height and a lower resistivity. Therfore

Sr was chosen over Sm.

E. Future Experimental Work

I As it is desired to both understand the science at metal/SiC contacts and form good, reliable

contacts, the processing and analytical techniques will be important. After cleaning the surface of3 the SiC substrate, the surface will be studied by low energy electron diffraction (LEED). Electron

beam evaporation and/or sputtering and thermal evaporation will be employed to deposit the

* metals.

The contacts will be analyzed for electrical, chemical, and microstructural information.

Contact resistance will be studied as a function of annealing temperature and time. In addition,

electrical characteristics can be quantified by I-V and C-V measurements. Chemical information5may be obtained from Auger electron spectroscopy (AES), x-ray photoelectron spectroscopy

(XPS), and secondary ion mass spectroscopy (SIMS). Transmission electron microscopy (TEM)5 will be employed to study microstructure at interfaces.

* F. Conclusions

Two metals have been chosen as potential rectifying contacts to n-type 6H-SiC, while there3 are still three candidates for potential ohmic contacts. Platinum and Se were chosen for rectifying

contacts based on their high theoretical barrier heights. Sr, Hf, and Co may be deposited in the

I
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hopes of fimding good, reliable ohmic contacts. These three metals were chosen based on the

merits of their theoretical barrier heights, physical properties, and phase diagrams with Si and C.

U Although the five metals have been chosen based on theoretical predictions and physical
properties, there are still some physical properties, such as thermal expansion coefficients, which

need to be studied more carefully. Therefore, it is possible that a metal may be added to or

excluded from the list at a later date.I
I
I
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I
IV. MOLECULAR BEAM EPITAXY OF SILICON CARBIDE

IA. Introduction

A system for the growth of SiC films by the technique of gas-source molecule beam epitaxy

has been designed, purchased, and is currently under construction. The technique of molecular

beam epitaxy (MBE) allows for precise control of growth parameters and minimization of sample

contamination. Monocrystalline SiC films will be grown at relatively low temperatures using

minute amounts of gas introduced into the system by leak valves. Pressures within the chamber

Iduring growth will be in the 10- 5 torr range. As the mean free path of molecules at this pressure is

much longer than the dimensions of the growth chamber, the source gas molecules reach the

sample surface without collisions. Thus a great deal of control over growth conditions can be

achieved using this technique. This deposition system will be used for low defect-density growth

3 of monocrystalline SiC thin films, SiC/AIN solid solutions, and SiCYAIN pseudomorphic

structures.

IB. Growth System

A schematic uf the system is shown in figure 18. Samples will be introduced into a small load
lock chamber, which will be subsequently evacuated. The samples will then be transferred to the

heating stage in the growth chamber. The load lock is used in order to increase sample throughput,

as well as to keep the main deposition chamber under vacuum. It is pumped by a turbomolecular

pump backed by a rotary vane pump. The load lock is fully constructed, and pressures of 1 x 10-6

3torr or below are reached within 30 minutes after pumping begins.

The growth chamber will be utilized for both in situ sample cleaning and deposition.

Substrates will be cleaned prior to deposition by using Ar plasma to produce H' radicals from H2

introduced into the system downstream from the plasma. The Ar plasma will be obtained using an

Ielectron cyclotron resonance plasma source developed in our laboratory by Sitar. This source

should be completed within two months. To date, no published work has been performed on

3plasma cleaning of a -SiC. However H+ plasma cleaning of silicon using this method has been

performed at 30 0 C 15.

IThe growth chamber has been designed to maximize versatility and minimize sample

contamination. It has the capability of using gaseous sources introduced into the chamber using

automatic variable control leak valves. The leak rates can be varied precisely and automatically as a

function of time, or flow can quickly be shut offand on using solenoid valves. As a result,I
I



I Schematic Diagram of Gas-Source MBE Chamber
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1 Figure 18: Schematic of molecular beam deposition system for growing SiC thin films



growth species can be reproducibly controlled. This is necessary for the growth of novel

structures, such as the SiC/AAIN layered structures. Solid MBE sources (either Knudsen cells or

electron-beam sources) can also be installed along the source flange and used as desired.

The electron cyclotron resonance (ECR) source used for H' plasma cleaning will also be used

for the production of activated nitrogen species from N2 for n-type doping of SiC. During

cleaning and deposition, the sample sits at a 450 tilt from upside down in order to avoid3 contamination on itself from falling particulates as well as to avoid contamination of the solid

sources from falling particulates generated on the sample holder and/or sample. The chamber will

also have equipment for residual gas analysis in order to determine species present in the chamber

during growth. Characterization of films using RHEED during growth is planned, but this

equipment has yet to be purchased. The system will be pumped using a 2400 Vs diffusion pump

with a Vacuum Generators UHV liquid nitrogen cold trap backed by a rotary vane pump.

Background pressures of 10-10 torr are expected in this system. All components of this system3 mentioned above are either on order or have been received.

Samples will be heated using a heater specially designed for this system. Exposure of the
sample to materials containing electrically active impurities, such aluminum, has been minimized.

All components in contact with the sample will be high purity SiC-coated graphite. Heat is

produced by resistive heating of a coiled tungsten filament within a SiC-coated graphite cylindrical
heating cavity lined with tungsten heat shielding. A high-purity pyrolitic BN disk is used as an

insulating plate for holding the W coil. The heater will be capable of temperatures of well over

1000°C, which is necessary for this research.

I C. Experimental Details

Low temperature growth of high-purity, low defect-density, monocrystalline SiC layers on a-

SiC substrates is the primary goal of this project. These SiC films will be grown on a-SiC

3 substrates obtained from Cree Research. Gases initially to be used for growth of SiC are silane

(Sil 4) as the Si source and ethylene (C2H4) for the carbon source. An emphasis has been placed

on finding a solid carbon source for the production of monomolecular carbon species, as

decomposition of hydrocarbons requires fairly high temperatures. The growth temperature of SiC

can be substantially lowered if the energy required for this decomposition can be decreased.

I Plasma decomposition is a proven method for low-temperature decomposition of gaseous species,

though the process control necessary for monocrystalline growth is not easily achieved.I
I
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-- The feasibility of a heated graphite filament for carbon doping of GaAs in a MBE system has
_ recently been demonstrated16 . A large percentage of monomolecular C has been produced by
I resistive heating of graphite to temperatures of about 2500°C. This carbon source is very simple

and effective and has potential as a solid source for carbon in SiC. Though the carbon flux from
the graphite filament must be much greater for SiC than for doping of GaAs, the use of a filament
with a larger cross-section and greater power should give a sufficiently large carbon flux. Other

methods of producing a flux of C, such as modified electron beam evaporation to produce
monomolecular species, are also being considered. Dopants to be used for SiC are Al (p-type)
obtained by thermal decomposition of triethylamuminum(TEA) and N obtained by the

Decomposition of N2 using the ECR source noted above. Growth temperatures will be in the
range of 1000-1200°C.

In addition to SiC films, SiC/AIN pseudomorphic layers and solid solutions will also be

grown as a part of this research. Research conducted in the U.S. and the Soviet Union indicates
that a wide range of solid solutions exists in the SiC,/AJN system. A solid solution between these

materials would undoubtedly have interesting electrical properties, such as the effective bandgap as

a function of AIN in the solid solution.

fIn addition, the lattices of the hexagonal polytypes of SiC and AIN have an effective mismatch
in the axial direction of less than 1%. Layers of these materials below a certain thickness will
elastically strain to accommodate each other. If the layers are monocrystalline, this will produce a

pseudomorphic structure. This structure will undoubtedly have novel properties. For example, a

pseudomorphic structure with SiC (an indirect bandgap material) and AIN (a direct bandgap

material) may have a direct bandgap intermediate between the two materials. The same could be

true of a SiC/AIN solid solution in certain composition ranges. These structures may prove to
have many useful applications. Experimental work to produce these novel structures and examine

their effects on material properties will take place in future research.I
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